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The Louisiana Department of Transportation and Development’s Materials and Testing Section 

has developed the following procedure to ensure proper Quality Assurance documentation for 

each construction project completed by the DOTD. The term “2059” is derived from the cover 

sheet of the Summary of Test Results that was used in the legacy MATT system (Form 03-40-

2059). The following checklist is intended to minimize possible delays in processing due to 

errors or lack of documentation. Examples of these documents are included in the appendix. 

Items and documents not required for submission with the 2059, including Quality Control 

documentation, are to be maintained for at least five years in the Project Engineer's office. The 

documentation for a “2059” should include the following items, in the order listed: 

 

1. Summary Report 

The Site Manager Materials generated Summary Report is part of the Department’s Quality 

Assurance document files submitted at the end of a project for final acceptance and payment. 

The Summary Report may be generated by running Report Number 9 on the Site Manager 

Materials website on the DOTD intranet 

(http://trnsportapps/SiteManagerMaterials/MaterialsRptSelection/ContractMaterialsAudit.aspx). 

This report will also include the Sampling Plan and the Disposition of Failing Samples. 

 

2. Sampling Plan 

The Sampling Plan lists the minimal number of documents and samples required based on the 

quantities listed in the contract to ensure adequate assurance of materials incorporated into the 

project. The contract specifies the materials, the specification book edition, and any 

supplemental specifications or special provisions to be used for the project. The Sampling Plan is 

based on the frequencies in the Materials Sampling Manual. 

 

3. Errors and Omissions Report 

The Errors and Omissions Report is the Project Engineer’s account of any material used on the 

project that has not been tested and/or documented according to the sampling plan. The Errors 

and Omissions Report lists tests, samples, and documentation that did not take place as opposed 

to the failing test report that deals with tests that did not meet specifications. Each listing on the 

Errors and Omissions Report should include the following: 

http://trnsportapps/SiteManagerMaterials/MaterialsRptSelection/ContractMaterialsAudit.aspx


a. The item number, 

b. The error and omission that occurred, 

c. Why it occurred (accidental, engineering judgment etc.) and 

d. Basis for acceptance. 

The Project Engineer’s signature on this document indicates that he is taking professional 

responsibility for the item’s present and future performance. The Project Engineer must sign this 

document. 

 

4. Disposition of Failing Samples 

The Disposition of Failing Samples lists samples that fail to meet specifications. The disposition 

remarks also state what was done with the failing samples. The failing material is not to be used 

on the project except in special cases, usually at reduced pay. When the Engineer receives a 

failing test report, he/she determines the proper disposition of the failing material. The Engineer 

will also investigate, explain, and sign the report. 

 

5. Job Mix Formulas & Mix Designs 

All Asphaltic Concrete Job Mix Formula(s) (JMF) and Portland Cement Concrete Mix Design(s) 

must be included with the project documentation. A JMF or mix design is the recipe listing the 

amounts, types, and sources of materials used to produce a product. All materials on a JMF or 

mix design must have been sampled and tested, either by project personnel, certificate or by 

being included on an Approved Materials List, prior to the job mix being approved. The 

following items should be included for asphaltic and portland cement concrete: 

Asphaltic Concrete – 

a. All Job Mix Formulas 

b. Superpave lot % pay data 

c. Validation form 

d. All roadway reports 

e. All plant reports 

Portland Cement Concrete – 

a. Lot % pay data 

b. Cores/cylinders report 

 

6. Independent Assurance Sampling and Testing Report 

Include Independent Assurance (IA) test reports, if required, to conform with FHWA 

requirements. IA testing evaluates the sampling & testing personnel and test equipment and 

serves as a check on the reliability of the test results. 



 

 

 

 

7. Reinforcing Steel Bar Data 

Include mill test reports, including all applicable physical and chemical tests, to show 

compliance with “Buy America” provisions. 

 

8. Striping Reflectivity Test Report (For Bonus) 

If applicable, include the reflectivity data of the thermoplastic striping that qualifies for bonus 

payment. 
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Figure 1 

Example - 2059 Summary Page 

  



 

 

Figure 2 

Example - Errors and Omissions Report 

  



 

 

Figure 3 

Example - Disposition of Failing Samples 

  



 

 

Figure 4 

Example – Construction Audit Report 

  



 

 

Figure 5 

Example - Job Mix Formula 

  



 

 

Figure 6 

Example - Superpave Lot % Pay Data 

  



 

 

Figure 7 

Example - Validation Form 

  



 

 

Figure 8 

Example - Roadway Report 

  



 

 

Figure 9 

Example - Plant Report 

  



 

 

Figure 10 

Example – Lot % Pay Data 



 

 

Figure 11 

Example - Cores Report 

  



 

 

Figure 12 

Example - IA Report (page 1) 

  



 

 

 

Figure 13 

Example - IA Report (page 2) 



 

 

Figure 14 

Example - IA Report (page 3) 



 

 

Figure 15 

Example - IA Report (page 4) 



 

 

Figure 16 

Example - Reinforcing Steel Test Report (page 1) 

  



 

 

Figure 17 

Example - Reinforcing Steel Test Report (page 2) 

  



 

 

Figure 18 

Example - Reinforcing Steel Test Report (page 3) 

  



 

 

Figure 19 

Example - Reinforcing Steel Test Report (page 4) 

  



 

 

Figure 20 

Example – Striping Reflectivity Test Report 


